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TEST REPORT

Magnus Pro International

505 USA Pkwy, McCarran, Nevada, United States

Product Name

Product Submitted By

Date of Sample Received

Date of Testing

Remark

The required specification(s) offered in this test report is/are for reference only.
The conformity judgment is at the Applicant’s final verdict.

Test Result:

Gloss(20°) BS EN ISO 2813 : 1994
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Test Item Test Method Result

Magnus Pro OPTIMUM

SGS LABORATORY SERVICES (M)

Feb. 21, 2019

Feb. 21, 2019~Mar. 5, 2019

1.The information mentioned in the above section is provided by Client

  (Exclude Date of Sample)Received and Date of Testing)

2.The following report content marks # is provided by Client


